Certificate of Analysis

Ex¢onMobil

Serviburnu Lube Plant, Serviburnu Turkey
Phone: +90216 544 07 00
Date (mm/dd/yyyy): 12/26/2023

Product: MOBILGEAR 600 XP 68

Batch Number | S3C0921 DI’U;:T Fiege

Order Key | 71244781 i 12/25/2023
Export# / P.O# Testing |
Fil# | S3C0934
Product# | 201560401205

Test Description Test Result
ASTM Color L20
Density @ 15 C, kgl 0.8796
Phosphorus, mass% 0043
Emulsion, Time to 37 mL Water, 82 C, min 10
Kinematic Viscosity @ 40 C. mm2/s 658
Foam, Sequence II, Tendency, ml 10
Foam, Sequence II, Stability, ml 0
Infrared Spectrum MATCH
Odor PASS
Water, by Crackle Test NIL
Appearance C&B

been produced in a facility compl g Wi 2mepts of the ISO 9001 certified Global
Product Integrity ManagementiSys (S ‘et rosult on this certificate represent the
most recent inspections do Y ¢ haracteristics and may be based
on tank certification, man ing ac ing &nd / or most recent product restock.
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are necessﬁated by reasons such as safety, environmental standards, and method effectiveness.
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