Certificate of Analysis

|
Ex¢onMobil /)9
Serviburnu Lube Plant, Serviburnu Turkey V

Phone: +90216 544 07 00
Date (mm/dd/yyyy): 05/06/2024

Product: MOBIL DTE 25 ULTRA

Batch Number | S450495 ; m Fiege
Order Key | 71260667 Mam 04/2024
Export# / P.O#
Fill# | 5450547
Product# | 20156010Q040

Test Description Test Result
ASTM Color L05
Density @ 15 C, kgl 08578
Calcium, mass% 0.0098
Phosphorus, mass% 0.0306
Zinc, mass% 0.0499
Emulsion, Time to 3 mL Emulsion, 54 C, min STM D1401 5
Kinematic Viscosity @ 40 C. mm?2/s ASTM D44 4436
Foam, Sequence I, Tendency, ml ASTM D892(Alt 20
Foam, Sequence I, Stability, ml ASTM D892(Alt) 0
Infrared Spectrum JLP13 & MATCH
Appearance P C&B
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